
SECTION 405 BITUMINOUS SURFACE RETREATMENT 

405.01  Description.  This work consists of one or more applications of bituminous material followed by one 
or more applications of cover aggregate applied to a surface. 

405.02  Materials.   Materials shall conform to the requirements of Subsections 404.02 and 404.03. 

405.03  Construction Methods.  All provisions of Section 404 shall govern except as follows: 

1. The Contractor shall furnish all equipment, tools, labor, and incidentals required to prepare the 
traveled way so that it will be free from deposits of dirt, loose stone, or other objectionable material 
before applying the bituminous material.  Each surface or section of the traveled way must be 
approved before applying the bituminous material. 

2. Prime coats shall be omitted.  
3. The bituminous material application rate may be varied as directed. 
4. The covering aggregate shall be applied at approximately 17 lb/yd5 (9 kg/m5), but may be varied as 

directed. 

405.04  Method of Measurement.   The quantity of retreatment and seal coats will be measured according to 
Subsection 404.16. 

405.05  Basis of Payment.  The quantity of retreatment and seal coats will be paid for according to 
Subsection 404.17. 

 


