
SECTION 804 FINE AGGREGATE 

Fine aggregate for use in portland cement concrete shall conform to the requirements of AASHTO M 6, 
except the grading shall:  

Sieve Size Percent Passing 
3/8" (9.5 mm)  100 

No. 4 (4.75 mm) 95 - 100 
No. 50 (300 Fm) 5 - 30 

No. 100 (150 Fm) Fineness Modulus:2.3 to 3.1 

 The organic impurities requirement will be waived for fine aggregate specified for uses other than in portland 
cement concrete.  

 


