
436 TRENCH DRAIN-MATERIALS. 
 (REV 2-16-07) (FA 3-9-05) (7-07) 

SUBARTICLE 436-2.1 (Page 433) is deleted and the following substituted: 

 436-2.1 Channels/Pipe: Meet the following requirements: 
Steel Pipe ............................................................Section 943 
Aluminum Pipe ...................................................Section 945 
Polyethylene.........................Section 948 and ASTM D3350 
Polymer Concrete............................................ASTM D6783 
Fiberglass ........................................................ASTM D3517 

 
 


