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SECTION 704 - MASONRY UNITS 1 
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704.01 Clay or Shale Brick.  Clay or shale brick shall conform to AASHTO M 91, 4 
Grade SM. 5 
  6 
704.02 Concrete Brick.  Concrete bricks shall be made of lava or cinder 7 
conforming to ASTM C 55. 8 
 9 
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END OF SECTION 704 11 


