
1803 - ORGANIC ZINC RICH PAINT FOR REPAIRING 
DAMAGED SPELTER COATING 

SECTION 1803 
 

ORGANIC ZINC RICH PAINT FOR REPAIRING 
DAMAGED SPELTER COATING 

 
 
1803.1 DESCRIPTION 
 This specification covers organic zinc rich paint for use in repairing damaged spelter coating. 
 
 
1803.2 REQUIREMENTS 
 Provide one-component organic zinc rich paint manufactured as a coating for steel and having a minimum 
of 85% zinc by weight in the dried film. 
 
 
1803.3 TEST METHODS 
 None required. 
 
 
1803.4 PREQUALIFICATION 
 None required. 
 
 
1803.5 BASIS OF ACCEPTANCE 
 The basis of acceptance is visual inspection of the container label for compliance with these requirements. 
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