
DIVISION 500 - STRUCTURES

Pay Item                                                                                  Pay Unit
 

527.34       Work Zone Crash Cushions                                                   Unit
 
 

SECTION 528 - STRUCTURAL TIMBER
 

Reserved
 
 

SECTION 529 - NAVIGATIONAL AIDS
 

Reserved
 
 

SECTIONS 531 to 533 - VACANT
 
 

SECTION 534 - PRECAST STRUCTURAL CONCRETE
 

Reserved
 
 

SECTION 535 - PRECAST, PRESTRESSED CONCRETE SUPERSTRUCTURE
 
535.01 Description  This work shall consist of casting and erecting precast and prestressed concrete products and related 
material.  Materials, work, inspection and documentation not specifically addressed by this Specification shall done be in 
accordance with the applicable sections of the Precast/Prestressed Concrete Institure (PCI), Manual for QUALITY 
CONTROL for Plants and Production of PRECAST AND PRESTRESSED CONCRETE PRODUCTS (MNL 116), 
including Commentary.
 
535.02   Materials.  Materials for precast and prestressed concrete products shall meet the requirements of the following 
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