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SECTION 505—BRIDGE APPROACH SLABS 
 
 
505.1  DESCRIPTION—This work is construction of reinforced cement concrete approach slabs, including the 
joint adjacent to bridge superstructures. 
 
 
505.2  MATERIAL— 
  (a)  Reinforced Cement Concrete Pavement – Section 505.2 
 
  (b)  Neoprene Strip Seal Dam – Section 1026.2 
 
505.3  CONSTRUCTION—As shown on the Standard Drawings and as specified in Section 501.3 and Section 
1026.3, except that a longitudinal joint is not required. 
 
 
505.4  MEASUREMENT AND PAYMENT— 
  (a)  Bridge Approach Slab.  Square Meter (Square Yard) 
 
  (b)  Neoprene Strip Seal Dam. Section 1026.4 
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