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Subsection 204.06 Add the following before section (a)  
 

“The contractor shall submit for approval a proposed mix design in accordance with 
Subsection 604.03.” 
 
Subsection 204.06 (a), second paragraph, Delete the first sentence and replace with the 
following: 
 “The above Specification Limits may be adjusted by the Engineer to obtain the 
consistency required for satisfactory flow.” 
 
Subsection 205.04 Insert the following, between the fifth and sixth paragraph 
 

“Where the contract includes the placement of base stone or other components of a 
pavement structure upon the subgrade, the top 6 in. (150 mm) in both cut and fill sections shall 
be compacted to a density equal to 100 percent of the maximum density in accordance with the 
provisions of Subsection 207.04.” 

 
  
 

 


