WATERPROOFING 9-11

9-11 WATERPROOFING

9-11.1 Asphalt for Waterproofing

Asphalt for waterproofing shall conform to the requirements of ASTM D 312,
Type 4.

The material used as primer shall conform to the requirements of ASTM D 41,
Primer for Use with Asphalt in Dampproofing and Waterproofing.

Acceptance shall be as provided in Section 9-02.2(1).

9-11.2 Waterproofing Fabric

Waterproofing fabric shall be a saturated cotton fabric meeting the requirements of
ASTM D 173, Woven Cotton Fabrics Saturated with Bituminous Substances for Use in
Waterproofing.

9-11.3 Portland Cement Mortar

Portland cement and sand for the mortar protection course shall conform to the
following requirements:

Portland Cement Section 9-01
Sand Section 9-03
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